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COLOR ELECTROLUMINESCENCE
DISPLAY DEVICE

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application is a continuation application of U.S.
patent application Ser. No. 10/175,978 filed on Jun. 20,
2002, now U.S. Pat. No. 6,995,517 which is a divisional
application of U.S. patent application Ser. No. 09/451,454,
filed on Nov. 30, 1999 now U.S. Pat. No. 6,433,486 and are
herein incorporated by reference in their entirety.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to an active type color EL
(electroluminescence) display device in which an electrolu-
minescence (EL) element is driven using a thin film tran-
sistor (TFT).

2. Description of Related Art

Practical use of organic EL elements in next generation
display devices is greatly expected, because such displays
can eliminate need for a back light as required in a liquid
crystal display device for self-emission, can be optimally
made thin, and can have an unlimited viewing angle.

Three methods have commonly been proposed for achiev-
ing color display in a display device comprising such an
organic EL element.

In the first method, different emissive materials for each
of the primary RGB colors are used in corresponding
emissive layers to individually form discrete color pixels
directly emitting respective RGB light rays. In another
method, an emissive layer generates white luminescence
which is then converted into three primary colors using color
filters. A third method is based on conversion of light from
a blue emissive layer into three primary colors using color
conversion mediums (CCM). As light energy is lost in the
second and third methods above due to the use of color
filters or color conversion mediums, the first method is the
most effective of these in this respect because a desired light
ray is directly emitted.

Meanwhile, to drive an organic EL display device, two
types of driving methods, a passive type using a passive
matrix and an active type employing TFTs, are available.
The circuit configuration shown in FIG. 1 may be used in an
active display.

FIG. 1 illustrates a circuit configuration for a single pixel
in such a display pixel. Each pixel comprises an organic EL
element 20, a first TFT 21 for switching, in which a display
signal DATA is applied to a drain and a scan signal SCAN
is applied to a gate to switch the TFT on and off, a capacitor
22 which is charged by a display signal DATA applied when
the TFT 21 is on and which holds a charge voltage Vh when
the TFT 21 is off, a second TFT 23 in which a drain is
connected to a drive source of a voltage V,,,, a source is
connected to an anode of the organic EL element 20 and a
hold voltage Vh is applied to a gate from the capacitor 22 to
drive the organic EL element 20.

A scan signal SCAN rises to an H level during one
horizontal scanning period (1 H). When the TFT 21 is
switched on, a display signal DATA is applied to one end of
the capacitor 22, which is then charged by a voltage Vh
corresponding to the display signal DATA. This voltage Vh
remains held in the capacitor 22 for one vertical scanning
period (1V) even after the signal SCAN becomes a low level
to switch the TFT 21 off. Because the voltage Vh is supplied
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2

to the gate of the TFT 23, the EL element is controlled so as
to emit light with a luminance in accordance with the voltage
Vh.

The conventional configuration of such an active type EL
display device for achieving color display by means of the
above-mentioned first method will be now described.

FIG. 2 depicts a conceptual plan view showing a con-
figuration of a related art device, and FIG. 3 is a cross section
taken along line C-C in FIG. 2. Each of the drawings depicts
three pixels.

In FIGS. 2 and 3, numeral 50 represents a drain line for
supplying a display signal DATA, numeral 51 represents a
drive source line for supplying a supply voltage V -, and
numeral 52 represents a gate line for supplying a scan signal
SCAN. Further, numerals 53, 54, and 55 designate features
corresponding the first TFT 21, the capacitor 22, and the
second TFT 23 in FIG. 1, respectively, and numeral 56
designates an anode of the EL element 20 which constitutes
a pixel electrode. As shown, discrete anodes 56 are sepa-
rately formed for each pixel on a planarization insulating
film 60. A hole-transport layer 61, an emissive layer 62, an
electron-transport layer 63, and a cathode 64 are sequentially
laminated on the discrete anode 56, thereby forming an EL
element. Holes injected from the anodes 56 and electrons
injected from the cathodes 64 are recombined inside the
emissive layer 62, which emits light in the direction of the
transparent anodes toward outside, as shown by arrows in
FIG. 3. Here, discrete hole-transport layers 61, discrete
emissive layers 62 and discrete electron-transport layers 63
having substantially the same shape as the discrete anodes
56 are provided for respective pixels. Emissive materials
which are different for each RGB are used in the corre-
sponding emissive layers 62, and therefore light rays having
respective RGB colors are emitted from respective EL
elements. The cathode 64, which applies a common voltage
to each pixel, extends over the pixels. Partitions 68 are
interposed between adjoining emissive layers 62. Further,
numerals 65, 66, and 67 designate a transparent glass
substrate, a gate insulating film, and an interlayer insulating
film, respectively.

However, the arrangement of the first TFT 53, the capaci-
tor 54, the second TFT 55, and the anode 56 of the related
examples do not take sufficient consideration of integration
efficiency and therefore a more highly-integrated configu-
ration is in demand.

Further, the color display device generally adopts a stripe
arrangement as shown in FIG. 4A or a delta arrangement as
shown in FIG. 4C as an arrangement for three primary colors
of RGB. At the same time, it is necessary to use different
luminescent materials for each of RGB such that discrete EL
elements can directly emit light rays of respective RGB
colors. Therefore, if the stripe arrangement shown in FIG.
4A is adopted, for example, a metal mask 70 shown in FIG.
4B may be used to form the luminescent layers as follows.
First, a luminescent layer for R is formed by evaporating
only an R color luminescent material onto the hole transport
layer. Then, the metal mask 70 is displaced by a distance
corresponding to one pixel in the horizontal direction to
form a luminescent layer for G by evaporating only a G
color luminescent materials on the hole transport layer.
Finally, the metal mask 70 is further displaced by one pixel
in the horizontal direction to form a luminescent layer for B
by evaporating only a B color luminescent material. In the
case of the delta arrangement shown in FIG. 4C, the lumi-
nescent layers can be similarly formed using the metal mask
shown in FIG. 4 D.
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The above mentioned layer forming methods are disad-
vantageous in that, if dimensions of the metal mask or
positioning at the time of metal mask displacement is not
accurate, color purity is lowered because colors are mixed in
adjoining pixels. Therefore, if a further highly integrated
configuration is desired, a problem of positioning accuracy
in the metal mask may occur.

SUMMARY OF THE INVENTION

The present invention provides a color display device
suitable for a highly integrated configurations.

In accordance with one aspect of the present invention,
the ratio of the length in the horizontal direction to the length
in the vertical direction with respect to the luminescent
region in each pixel is set smaller than the ratio of the pixel
pitch in the horizontal direction to the pixel pitch in the
vertical direction with respect to a plurality of pixels. This
configuration provides pixel space in the horizontal direc-
tion, and the color mixture between adjoining pixels which
causes deterioration of color purity can be prevented, even
when accuracy of displacing a metal mask for forming a
pixel electrode is low.

In accordance with another aspect of the present inven-
tion, a capacitor is disposed in a region which adjoins the
luminescent region of a pixel in the horizontal direction.
Therefore, a highly integrated configuration can be achieved
while offering space for positioning in the horizontal direc-
tion of a pixel.

In accordance with still another aspect of the present
invention, a capacitor is disposed in a region which adjoins
the luminescent region of a pixel in the horizontal and
vertical directions. Therefore, a highly integrated configu-
ration can be achieved while offering space for positioning
in the horizontal and vertical directions of a pixel.

BRIEF DESCRIPTION OF THE DRAWINGS

These and other objects of the invention will be explained
in the description below, in connection with the accompa-
nying drawings, in which:

FIG. 1 is a view showing a circuit configuration of an
active type color EL display device.

FIG. 2 is a plan view showing a configuration of a
conventional color EL display device;

FIG. 3 is cross section showing a configuration of a
conventional color EL display device;

FIGS. 4A, 4B, 4C and 4D are views for explaining color
arrangements used in a color EL display device;

FIG. 5 is a plan view illustrating a first embodiment of the
present invention;

FIG. 6 is a cross section illustrating the first embodiment
of the present invention,

FIG. 7 is a plan view illustrating a second embodiment of
the present invention; and

FIG. 8 is a cross section illustrating the second embodi-
ment of the present invention.

DETAILED DESCRIPTION OF THE
PREFERRED EMBODIMENTS

Preferred embodiments of the present invention will be
described in further detail with reference to the accompa-
nying drawings.

Referring to FIG. 5, there is depicted in plan view a color
EL display device according to one embodiment of the
present invention. It should be noted in FIG. 5 that, for
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4

simplicity of explanation and ease of understanding, an
organic layer and a cathode of an organic EL element are not
shown and a basic configuration corresponding to three
RGB pixels is shown. FIG. 6 is a cross section taken along
a line A-A in FIG. 5. This embodiment will exemplify the
configuration in which RGB pixels for color display are
arranged in a stripe arrangement as shown in FIG. 4A.

A driving circuit for each pixel in this embodiment is the
same as that in FIG. 1, and the configuration of the device
differs from the example shown in FIGS. 2 and 3 in the
pattern arrangement and the cross section.

Referring to FIGS. 5 and 6, the device comprises a data
line 1 made of aluminum for supplying a display signal
DATA, a power supply line 2 made of aluminum for
supplying a power from a drive source COM, and a gate line
made of chrome for supplying a scan signal SCAN. Each
pixel of the EL display further comprises a first TFT 4
corresponding to the first TFT 21 in FIG. 1, a capacitor 5
corresponding to the capacitor 22 in FIG. 1, a second TFT
6 corresponding to the second TFT 23 in FIG. 1, and an
anode (a first electrode) 7 of the EL element 20 comprising
ITO and constituting an pixel electrode. In FIG. 5, regions
enclosed by dot lines are formed by chromium, regions
enclosed by chain lines are formed by ITO, and regions
enclosed by solid lines other than the data line 1 and the
power supply line 2 are formed using a polysilicon thin film.

The second TFT 6 is formed as follows. First, a gate
electrode 9 is formed on a transparent glass substrate 8, and
a gate insulating film 10 is formed thereupon. Then, a
polysilicon thin film 11 formed on the gate insulating film 10
is covered with an interlayer insulating film 12, on which the
data line 1 and the power supply line 2 are formed. A
planarization insulating film 13 is further formed thereon
and the anode 7 comprising ITO is finally formed on the
planarization insulating film 13. Then, the drain region ofthe
polysilicon thin film 11 is brought into contact with the
power supply line 2 while the source region of the polysili-
con thin film 11 is brought into contact with the anode 7.

The configuration of the first TFT 4 is substantially the
same as that of the second TFT 6, with the notable exception
that the drain region of the first TFT 4 is connected to the
data line 1, and not to the power supply line 2. Further, the
capacitor 5 connected to the first TFT 4 comprises a chro-
mium electrode and a polysilicon thin film having a gate
insulating film interposed therebetween.

The discrete anodes 7 are formed on the planarization
insulating film 13 corresponding to respective pixels, and a
hole-transport layer 14 is formed thereon so as to cover the
entire pixels. Then, discrete emissive layers 15 are formed
for each pixel, on which an electron-transport layer 16 and
a cathode 17 are laminated in this order to complete forma-
tion of an EL element. Holes injected from the anode 7 and
electrons injected from the cathode 17 are recombined inside
the emissive layer 15, which emits light in the direction of
the transparent anode toward outside, as indicated by arrows
in FIG. 6. The discrete emissive layers 15 are formed for
respective pixels to have substantially the same shape as the
discrete anodes 7, and different emissive materials are used
for each of the RGB colors. Thus, each EL element emits
one type of RGB light.

Materials of, for example, MTDATA, Alg,, and Mgln
alloy may be used for the hole-transport layer 14, the
electron-transport layer 16, and the cathode 17, respectively.
Further, for example, Alq containing DCM type as dopant is
used for the emissive layer 15 for R, Alq containing quina-
cridon as dopant is used for the emissive layer 15 for G, and
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DPVBi containing distyrylarylene or Pervlene as dopant is
used in the emissive layer 15 for B.

In this embodiment, as shown in FIG. 5, the second TFT
6 and part of the capacitor 5 are disposed in the horizontal
direction with regard to the panel of the anode 7 which
constitutes a pixel electrode, in other words, between the
anode 7 of one pixel and another pixel, in particular the
anode thereof, which adjoins in the horizontal direction and
emits a color different from the one pixel. This configuration
allows the pixel electrode to extend further in the vertical
direction compared to the related art example shown in
FIGS. 2 and 3. Further, the luminescent region of a pixel has
substantially the same shape as the pixel electrode since the
pixel electrode 7 and the emissive layer 15 have substan-
tially the same shape. Accordingly, assuming that the dimen-
sions of the luminescent region in the horizontal and vertical
direction are EH and EV, respectively, and that the dimen-
sions of the pixel pitch in the horizontal and vertical direc-
tion are PH and PV, respectively, EH/EV<PH/PV is found.

Thus, when forming respective RGB emissive layers by
displacing metal masks for each RGB with one another in
the horizontal direction with respect to the panel, as shown
by an arrow in FIG. 4B, a room for such displacement of the
metal masks in the horizontal direction is enlarged compared
to the conventional configuration. As a result, the likelihood
of colors in adjoining emissive layers being mixed can be
reduced, even when emissive layers using different materials
for each colors are formed with the same positioning accu-
racy as that in the related examples. Here, the first TFT 4, in
place of the second TFT 6, may be disposed in the horizontal
direction of the anode 7.

However, during the process for forming the luminescent
layers by evaporating the luminescent materials, a so-called
“diffusion” phenomenon is caused in which the luminescent
materials are evaporated onto regions other than the regions
directly under the openings of the metal masks 70 and 71.
Due to such a diffusion phenomenon or inaccurate dimen-
sions of the metal mask itself, the colors are adversely mixed
in adjoining pixels to deteriorate color purity. In particular,
in the case of the delta arrangement in which adjoining
pixels, both in the column and row directions, have colors
which are different from one another, this disadvantage is
further notable.

In this embodiment, a portion of the capacitor 5§ is
disposed in the horizontal direction of the luminescent
region and continuously extends in the vertical direction of
the luminescent region. Thus, at least part of the capacitor 5
or a thin film transistor is disposed in the vertical direction
of the luminescent layer of each pixel, such that space is
provided between pixels in the vertical direction. Therefore,
it is possible to achieve high quality display with preferable
color purity, even when the accuracy of metal mask posi-
tioning is low.

FIG. 7 depicts, in plan view, the second embodiment of
the present invention, and FIG. 8 is a cross section taken
along line B-B of FIG. 7. It is to be noted that in these
drawings the same elements as shown in FIGS. 5 and 6 are
designated by the same reference numerals, and that the
second embodiment differs from the first embodiment only
in the pattern arrangement. Further in FIG. 7, as in FIG. §,
the organic layer and the cathode are eliminated for sim-
plicity of explanation and ease of understanding.

In FIGS. 7 and 8, numeral 4 denotes a first TFT corre-
sponding to the first TFT 21 of FIG. 1, numeral 5 denotes a
capacitor corresponding to the capacitor 22 of FIG. 1,
numeral 6 denotes a second TFT corresponding the second
TFT 23 of FIG. 1, and numeral 7 denotes an anode com-
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prising ITO and constituting a pixel electrode of the EL
element 20. As clearly shown in FIG. 8, the capacitor 5 is
constituted by a chromium electrode 500 and a polysilicon
thin film 501 having a gate insulating film 10 therebetween.

In this embodiment, as shown in FIG. 7, the capacitor 5
is disposed next to the anode 7 which constitutes a pixel
electrode in the horizontal direction with respect to the
panel. Namely, as in the first embodiment, the capacitor 5 is
necessarily disposed between the anode 7 of one pixel and
the anode of another pixel which adjoins in the horizontal
direction and emits a color different from the one pixel. This
configuration allows the pixel electrode to extend further in
the vertical direction than in the related art example shown
in FIGS. 2 and 3. Further, as in the foregoing embodiment,
when the dimensions of the luminescent region in the
horizontal and vertical directions are EH and EV, respec-
tively, and the dimensions of the pixel pitch in the horizontal
and vertical directions are PH and PV, respectively, the
relationship EH/EV<PH/PV is found true.

Thus, when forming respective RGB emissive layers such
that metal masks for each RGB are displaced with each other
in the horizontal direction with respect to the panel, as
shown by an arrow in FIG. 6B, a room for such displacement
of the metal masks in the horizontal direction is enlarged
compared to the conventional configuration. As a result, the
possibility that colors in the adjoining emissive layers may
be mixed can be diminished even when the respective
emissive layers are formed with the same positioning accu-
racy as that in the related examples.

According to this embodiment, the capacitor 5 is disposed
in the horizontal direction of the luminescent region, and
both of the first and the second TFTs 4 and 6 are disposed
in the vertical direction of the luminescent region. Thus, a
gap between the luminescent regions in adjoining pixels in
the horizontal direction can be secured by the capacitor 5
while a gap between the luminescent regions in adjoining
pixels in the horizontal direction can be secured by the TFTs
4 and 6, thereby further preventing color blur due to diffu-
sion, as in the first embodiment.

It is to be noted that features other than the capacitor 5
may, of course, be disposed to secure the gaps between the
luminescent regions. However, a capacitor is most prefer-
able for the following reason. Namely, since the capacity is
proportional to the area in a capacitor, by increasing the
capacity of a capacitor so as to securely hold a voltage Vh
in accordance with a display signal Data, the area of the
capacitor can be increased to secure necessary gaps. Accord-
ingly, it is most efficient to adjust the gaps by disposing the
capacitor 5.

According to the present invention, color mixture in
adjoining pixels which causes deterioration of color purity
can be prevented in an active type color EL display device,
thereby maintaining a preferable color purity even in a
highly detailed display.

Specifically, by setting the ratio of the horizontal length to
the vertical length of the luminescent region of each pixel to
be smaller that the ratio of the horizontal pixel pitch to the
vertical pixel pitch, space is provided in each pixel in the
horizontal direction such that a high quality display can be
produced, even when accuracy for metal mask displacement
is low.

Further, by disposing at least part of a capacitor or a thin
film transistor in the horizontal direction of the luminescent
region of each pixel, space is provided in each pixel in the
horizontal direction such that highly detailed display can be
achieved even when metal mask displacement accuracy is
low.
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Although the present invention is also applicable to a
delta pixel arrangement, the above-mentioned effects are
especially significant when employed with a stripe arrange-
ment.

What is claimed is:

1. An active matrix color electroluminescence display
device comprising:

an electroluminescence element having a luminescent

layer between an anode and a cathode;

a first gate line and a second gate line which are parallel

to each other;

a drain line and a power supply line which intersect the

gate line;

a first thin film transistor connected to the first gate line;

a second thin film transistor which drives the electrolu-

minescence element; and

a capacitor for holding a voltage to be supplied to the

second thin film transistor, wherein

the first thin film transistor, the second thin film transistor,

and an emissive region are disposed in a region sut-
rounded by the first gate line, the second gate line, the
drain line, and the power supply line;

the emissive region adjoins the second gate line and one

of the drain line and the power supply line and does not
adjoin the first gate line and the other one of the drain
line and the power supply line; and

the second thin film transistor adjoins the second gate line

and the other one of the drain line and the power supply
line.

2. A color electroluminescence display device according
to claim 1, wherein

the first thin, film transistor adjoins the first gate line and

the other one of the drain line and the power supply
line.

3. A color electroluminescence display device according
to claim 2, wherein

the capacitor is connected to a source of the first thin film

transistor and to a gate of the second thin film transistor
and adjoins the other one of the drain line and the
power supply line.
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4. A color electroluminescence display device according
to claim 3, wherein
the capacitor is disposed between the emissive region and
the first thin film transistor and between the emissive
region and the other one of the drain line and the power
supply line.
5. A color electroluminescence display device according
to claim 1, wherein
the capacitor is connected to a source of the first thin film
transistor and to a gate of the second thin film transistor
and adjoins the other one of the drain line and the
power supply line.
6. A color electroluminescence display device according
to claim 1, wherein
the capacitor is disposed between the emissive region and
the first thin film transistor and between the emissive
region and the other one of the drain line and the power
supply line.
7. A color electroluminescence display device according
to claim 1, wherein
the one of the drain line and the power supply line is the
drain line.
8. A color electroluminescence display device according
to claim 1, wherein
the emissive regions are formed for same color, and
colors of the emissive regions which are adjacent along a
direction of extension of the gate line differ from each
other.
9. A color electroluminescence display device according
to claim 1, wherein
the luminescent layer is evaporated using a mask.
10. A color electroluminescence display device according
to claim 1, wherein
the emissive regions are arranged in a matrix form in a
stripe arrangement which emissive regions of a same
color are placed adjacent to each other along a column
direction.
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