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7) ABSTRACT

An organic light emitting diode (OLED) display device hav-
ing a built-in touch panel is discussed in which pad parts of a
touch panel array are connected on a gate in panel (GIP)
circuit unit formed on a lower substrate with an OLED array
formed thereon. When an upper substrate is adhered to the
lower substrate, occurrence of cracks in routing lines of the
touch panel array is prevented. The OLED display device
includes a lower substrate provided thereon with an organic
light emitting diode array including a thin film transistor and
an OLED and a GIP circuit unit, an upper substrate adhered to
the lower substrate by an adhesive layer to face each other and
provided thereon with a touch panel array including first and
second sensor electrodes, and routing lines formed on the GIP
circuit unit to be connected to the first and second sensor
electrodes.

12 Claims, 4 Drawing Sheets

\
|
]

116

i T N

A




US 9,299,750 B2

Sheet 1 of 4

Mar. 29,2016

U.S. Patent

FIG.1

3

&
4

¢

BLE

RNIVCEY

P
=
s
o




U.S. Patent Mar. 29,2016  Sheet 2 of 4 US 9,299,750 B2

FIG.2A

3 e, T
T L4

~

s ‘ —
R s i e L\&{}

I

[ B NG SR \i\n‘.ﬂ\)i{

L 1230

2 533
Pu

\d'""jd T




U.S. Patent Mar. 29,2016  Sheet 3 of 4 US 9,299,750 B2

FIG.2B

R




U.S. Patent Mar. 29,2016  Sheet 4 of 4 US 9,299,750 B2




US 9,299,750 B2

1
ORGANIC LIGHT EMITTING DIODE
DISPLAY DEVICE INCLUDING TOUCH
PANEL

This application claims the benefit of Korean Patent Appli-
cationNo. 10-2012-0155005, filed on Dec. 27, 2012, which is
hereby incorporated by reference as if fully set forth herein.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to an organic light emitting
diode display device having a built-in touch panel, and more
particularly, to an organic light emitting diode display device
having a built-in touch panel in which a bad connection
between a touch panel and an OLED array may be prevented
by preventing disconnection of routing lines.

2. Discussion of the Related Art

Recently, organic light emitting diode (OLED) display
devices have received attention as next generation display
devices. An OLED is a self emitting device in which light is
emitted from an organic emission layer due to recombination
of electrons and holes, has high brightness and a low driving
voltage, and enables fabrication of a super slim device.
Requirements for addition of a touch panel to the OLED
display device are increasing to transmit information to the
OLED display device by touching a portion of the touch panel
with a hand or separate input members.

General touch panels are classified into three types: an
Add-On type, an On-Cell type, and an In-Cell type. The
Add-Ontype touch panel is attached to an outer surface of the
OLED display device, the On-Cell type touch panel is depos-
ited on the OLED display device, and the In-Cell type touch
panel is installed inside the OLED display device.

Since the In-Cell type touch panel is built in an OLED
display device, the thickness of the OLED display device
having the built-in In-Cell type touch panel is smaller than
thatofan OLED display device having a built-in Add-On type
or On-Cell type touch panel.

In general, an OLED display device having a built-in touch
panel includes a lower substrate on which an OLED array is
formed and an upper substrate on which a touch panel array is
formed. The lower and upper substrates are adhered to each
other by an adhesive layer to face each other. The touch panel
array includes sensor electrodes formed on the upper sub-
strate, and the sensor electrodes are connected to upper pad
electrodes via routing lines.

The upper pad electrode is connected to a lower pad elec-
trode formed on the lower substrate via a conductive metal
material. The lower pad electrode is connected to a flexible
printed circuit board (FPCB) and thus a driving signal of the
FPCBiis applied to the sensor electrode through the lower pad
electrode, the conductive metal material, and the upper pad
electrode.

Meanwhile, when the routing lines overlap an edge of the
adhesive layer in a horizontal direction when the upper sub-
strate is adhered to the lower substrate, cracks are generated in
the routing lines due to a step between a region in which the
adhesive layer is formed and a region in which the adhesive
layer is not formed. Moreover, a general OLED display
device having a built-in touch panel requires a space for
connecting the upper and lower pad electrodes. Accordingly,
a bezel region increases and thus a display region decreases.

SUMMARY OF THE INVENTION

Accordingly, the present invention is directed to an organic
light emitting diode display device including a touch panel
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2

that substantially obviates one or more problems due to limi-
tations and disadvantages of the related art.

An object of the present invention is to provide an organic
light emitting diode (OLED) display device having a built-in
touch panel in which pad parts of a touch panel array are
connected on a gate in panel (GIP) circuit unit formed on a
lower substrate with an OLED array formed thereon and thus,
when an upper substrate is adhered to the lower substrate,
occurrence of cracks in routing lines may be prevented.

Additional advantages, objects, and features of the inven-
tion will be set forth in part in the description which follows
and in part will become apparent to those having ordinary
skill in the art upon examination of the following or may be
learned from practice of the invention. The objectives and
other advantages of the invention may be realized and
attained by the structure particularly pointed out in the written
description and claims hereof as well as the appended draw-
ings.

To achieve these objects and other advantages and in accor-
dance with the purpose of the invention, as embodied and
broadly described herein, an organic light emitting diode
display device having a built-in touch panel includes a lower
substrate provided thereon with an organic light emitting
diode array including a thin film transistor and an organic
light emitting diode and an gate in panel (GIP) circuit unit, an
upper substrate adhered to the lower substrate by an adhesive
layer to face each other and including a touch panel array
including first and second sensor electrodes and first routing
lines each having a first end connected to the first and second
sensor electrodes and a second end connected to a pad part,
and a second routing line formed on the GIP circuit unit to be
connected to the pad part via a conductive metal material.

The first routing lines may vertically overlap an edge of the
adhesive layer.

Grooves may be formed at an inner side of the adhesive
layer in regions of the edge of the adhesive layer with which
the first routing lines overlap.

The organic light emitting diode includes a first electrode
connected to the thin film transistor, an organic emission layer
formed on the first electrode, and a second electrode formed
on the organic emission layer.

The second routing line may be formed on the same layer
level as the first electrode.

The second routing line may be formed on the same layer
level as the second electrode.

The touch panel array may include bridge electrodes
formed on the upper substrate, an insulating layer formed to
cover the bridge electrodes, first sensor electrodes formed on
the insulating layer and electrically connected to the bridge
electrodes exposed by selectively removing the insulating
layer, and second sensor electrodes formed on the insulating
layer to cross the first sensor electrodes.

The pad part and the second routing line may be connected
to each other via a conductive metal material.

The conductive metal material may be an anisotropic con-
ductive paste or an anisotropic conductive film.

It is to be understood that both the foregoing general
description and the following detailed description of the
present invention are exemplary and explanatory and are
intended to provide further explanation of the invention as
claimed.

BRIEF DESCRIPTION OF THE DRAWINGS

The accompanying drawings, which are included to pro-
vide a further understanding of the invention and are incor-
porated in and constitute a part of this application, illustrate
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embodiment(s) of the invention and together with the descrip-
tion serve to explain the principle of the invention. In the
drawings:

FIG. 1is a sectional view of an organic light emitting diode
(OLED) display device having a built-in touch panel, accord-
ing to an embodiment of the present invention;

FIGS. 2A and 2B are plan views of an upper substrate on
which a touch panel array is formed, according to embodi-
ments of the present invention; and

FIG. 3 is a sectional view taken along line I-I' of FIG. 2A.

DETAILED DESCRIPTION OF THE INVENTION

Reference will now be made in detail to the preferred
embodiments of the present invention, examples of which are
illustrated in the accompanying drawings. Wherever pos-
sible, the same reference numbers will be used throughout the
drawings to refer to the same or like parts.

Hereinafter, embodiments of an organic light emitting
diode (OLED) display device having a built-in touch panel
will be described in detail with reference to the accompanying
drawings.

FIG. 1 is a sectional view of an OLED display device
having a built-in touch panel, according to an embodiment of
the present invention.

In the OLED display device having a built-in touch panel,
as illustrated in FIG. 1, a lower substrate 110 on which an
OLED array is formed and an upper substrate 120 on which a
touch panel array 120a is formed are adhered to each other by
an adhesive layer 130 to face each other. In this regard, a
flexible printed circuit board (FPCB) 300 for driving the
touch panel array 120a is formed on the lower substrate 110,
and the FPCB 300 further includes a timing controller, a
power supply, and the like to drive the OLED array.

In particular, in a display region of the lower substrate 100,
a plurality of gate lines and a plurality of data lines cross each
other to define a plurality of pixel regions. In each pixel
region, the OLED array including a thin film transistor (TFT)
and an OLED 115 connected to the TFT is formed.

The TFT includes a gate electrode 1104, a gate insulating
layer 111, a semiconductor layer 112, a source electrode
1134, and a drain electrode 113b. In this regard, the TFT may
be an oxide TFT including the semiconductor layer 112
formed of an oxide such as indium gallium zinc oxide
(IGZ0), zinc oxide (Zn0O), titanium oxide (Ti0), or the like,
an organic TFT including the semiconductor layer 112
formed of an organic material, an amorphous silicon TFT
including the semiconductor layer 112 formed of amorphous
silicon, and a polycrystalline silicon TFT including the semi-
conductor layer 112 formed of polycrystalline silicon.

In FIG. 1, a bottom gate type TFT is illustrated, but a top
gate type TFT may also be used.

In a non-display region of the lower substrate 110, a gate
driver for applying an electrical signal to the gate lines is
formed in a gate-in-panel (GIP) form. A GIP circuit unit 1105
is disposed at one side or opposite sides of the display region.

A planarizing layer 114 is formed to cover the TFT and the
GIP circuit unit 1105 to planarize upper surfaces of the TFT
and the GIP circuit unit 110B. The OLED 115 is formed on
the planarizing layer 114. The OLED 115 includes a first
electrode 115a, an organic emission layer (EML) 1155, and a
second electrode 115¢ which are sequentially stacked, and
each of the adjacent OLEDs 115 is defined by a bank insu-
lating layer 117.

In this regard, the OLED 115 may be a bottom emission
type OLED that emits light emitted from the organic EML
11556 towards the lower substrate 110 or a top emission type
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OLED that emits light emitted from the organic EML 11554
towards the upper substrate 120. For example, when the
OLED 115 is of a bottom emission type, the first electrode
115a 1s formed of a transparent conductive material such as
tin oxide (TO), indium tin oxide (ITO), indium zinc oxide
(IZ0), or indium tin zinc oxide (ITZ0), and the second elec-
trode 115¢ is formed of a reflective metal material such as
aluminum (Al). On the other hand, when the OLED 115 is of
a top emission type, the first electrode 1154 is formed of a
reflective metal material, and the second electrode 115¢ is
formed of a transparent conductive material.

In particular, second routing lines 116 formed of the same
material as that of the first electrode 1154 of the OLED 115
are formed on the planarizing layer 114 to correspond to the
GIP circuit unit 1105 formed on the lower substrate 110.
Although not shown, the second routing lines 116 are con-
nected to the FPCB 300.

In addition, a protective layer 118 is formed to cover the
OLED 115. The protective layer 118 is formed of an inorganic
insulator such as SiO_, SiN_, SiC, SiON, SiOC, SiONC, or
amorphous carbon (a-C) or an organic insulator such as acry-
late, an epoxy-based polymer, or an imide-based polymer.
The lower substrate 110 including the protective layer 118
and the upper substrate 120 are adhered to each other by the
adhesive layer 130 to face each other.

The touch panel array 120a is formed on the upper sub-
strate 120 to sense changes in capacitance generated when the
human body or an electric conductor such as a stylus touches
the upper substrate 120 and thus the OLED array is driven in
response to the changes.

FIGS. 2A and 2B are plan views of the upper substrate 120
on which a touch panel array is formed, according to embodi-
ments of the present invention. FIG. 3 is a sectional view
taken along line I-I' of FIG. 2A.

As illustrated in FIGS. 2A, 2B, and 3, the touch panel array
includes bridge electrodes 121 formed on the upper substrate
120, first sensor electrodes 1234 that are formed on the insu-
lating layer 122 and connected to exposed portions of the
bridge electrodes 121 which are formed by selectively remov-
ing the insulating layer 122, and second sensor electrodes
1235 formed between adjacent first sensor electrodes 123a to
cross the first sensor electrodes 123a. The first sensor elec-
trodes 123a and the second sensor electrodes 1235 are con-
nected to first routing lines 150.

In particular, a plurality of bridge electrodes 121 is formed
on the upper substrate 120 in one direction to electrically
connect adjacent first sensor electrodes 1234 to each other.
The bridge electrodes 121 and the first and second sensor
electrodes 1234 and 123b are formed of a transparent con-
ductive material such as [TO, 170, or ITZO. The insulating
layer 122 is formed of a transparent organic material.

The first routing lines 150 are formed of a low-resistance
metal material, and an end of each of the first routing lines 150
is connected to a pad part 140. The pad part 140 is formed to
transmit a driving signal of the FPCB 300 of the lower sub-
strate 110 to the first and second sensor electrodes 123a and
1235.

In particular, the pad part 140 is formed to correspond to
one end of each of the second routing lines 116 on the lower
substrate 110, and, more particularly, the pad part 140 is
formed in a region corresponding to the GIP circuitunit 1105.
The pad part 140 is respectively connected to the second
routing lines 116 of FIG. 1 through respective conductive
metal material 200. In this regard, the conductive metal mate-
rial 200 may be, for example, an anisotropic conductive paste
(ACP) or an anisotropic conductive film (ACF).
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In particular, in a general OLED display device having a
built-in touch panel, a sensor electrode of a touch panel array
is connected to an upper pad electrode via a routing line. In
addition, a lower pad electrode is formed on a lower substrate
to correspond to the upper pad electrode and thus the upper
and lower pad electrodes are connected to each other through
a conductive metal material.

In this case, when the routing line overlaps an edge of an
adhesive layer in a horizontal direction when upper and lower
substrates are adhered to each other, cracks are formed in the
routing line due to a step between a region in which the
adhesive layer is formed and a region in which the adhesive
layer is not formed. Moreover, the general OLED display
device having a built-in touch panel requires a space for
connecting the upper and lower pad electrodes to each other.
Accordingly, a bezel region increases and a display region
decreases.

By contrast, according to the present invention, the OLED
display device having a built-in touch panel does not require
an additional space for connecting upper and lower pad elec-
trodes to each other, and the second routing lines 116 are
formed in a region corresponding to the GIP circuit unit 1105
formed on the lower substrate 110. The second routing lines
116 are respectively connected to the pad part 140 formed on
the upper substrate 120.

The second routing lines 116 are formed on the planarizing
layer 114 that is formed on the lower substrate 110 to cover
the TFT and the GIP circuit unit 1105, like the first electrode
1154 of the OLED 115. In addition, although not shown, the
second routing lines 116 may be formed of the same material
as that of the second electrode 115¢ of the OLED 115. In this
regard, the second routing lines 116 may be formed on the
planarizing layer 114 or the bank insulating layer 117.

In particular, the first routing lines 150 formed on the upper
substrate 120 vertically overlap an edge of the adhesive layer
130, and thus formation of cracks in the first routing lines 150
at the edge of the adhesive layer 130 when the upper and lower
substrates 120 and 110 are adhered may be prevented.

Moreover, as illustrated in FIG. 2B, grooves 130a are
formed at an inner side of the adhesive layer 130 in regions of
the edge of the adhesive layer 130 with which the first routing
lines 150 overlap. Each groove 130a is formed to correspond
to at least one of the first routing lines 150. That is, the first
routing lines 150 are inserted into the grooves 130q, and thus,
when the upper and lower substrates 120 and 110 are adhered
to each other by the adhesive layer 130 disposed therebe-
tween, formation of cracks in the first routing lines 150 due to
a step of the adhesive layer 130 may be prevented.

In particular, when the lower and upper substrates 110 and
120 are substrates made of a plastic such as polyimide (PI),
the OLED display device having a built-in touch panel may
have flexibility.

As is apparent from the above description, an OLED dis-
play device having a built-in touch panel has the following
effects.

First, in a general OLED display device having a built-in
touch panel, when routing lines horizontally overlap an edge
ofanadhesive layer, cracks are formed in the routing lines due
to a step between a region in which the adhesive layer is
formed and a region in which the adhesive layer is not formed.
In an OLED display device having a built-in touch panel
according to the present invention, however, first routing lines
formed on an upper substrate vertically overlap an edge of an
adhesive layer and, in particular, grooves are formed in
regions of the edge of the adhesive layer with which the first
routing lines overlap. Thus, even though the first routing lines
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and the adhesive layer overlap each other, formation of cracks
in the first routing lines may be prevented.

Second, second routing lines are formed in a region corre-
sponding to a GIP circuit unit formed on a lower substrate,
and the second routing lines are respectively connected to pad
parts formed on an upper substrate, thereby increasing a
display region.

It will be apparent to those skilled in the art that various
modifications and variations can be made in the present
invention without departing from the spirit or scope of the
inventions. Thus, it is intended that the present invention
covers the modifications and variations of this invention pro-
vided they come within the scope of the appended claims and
their equivalents.

What is claimed is:

1. An organic light emitting diode display device having a
built-in touch panel, comprising:

a lower substrate provided thereon with an organic light
emitting diode array comprising a thin film transistor
(TFT) and an organic light emitting diode and a gate in
panel (GIP) circuit unit;

an upper substrate adhered to the lower substrate by an
adhesive layer to face each other and comprising a touch
panel array comprising first and second sensor elec-
trodes and first routing lines each having a first end
connected to the first and second sensor electrodes and a
second end connected to a pad part, the adhesive layer
being interposed between the touch panel array and the
organic light emitting diode; and

a second routing line formed on a planarization layer to be
connected to the pad part via a conductive metal mate-
rial, wherein the planarization layer is disposed on the
lower substrate to cover the TFT and the GIP circuit unit.

2. The organic light emitting diode display device accord-
ing to claim 1, wherein the organic light emitting diode com-
prises:

a first electrode connected to the thin film transistor;

an organic emission layer formed on the first electrode; and

a second electrode formed on the organic emission layer.

3. The organic light emitting diode display device accord-
ing to claim 2, wherein the second routing line is formed on a
same layer level as the first electrode.

4. The organic light emitting diode display device accord-
ing to claim 2, wherein the second routing line is formed on a
same layer level as the second electrode.

5. The organic light emitting diode display device accord-
ing to claim 2, wherein the second routing line is formed ofa
same material as that of the first electrode of the organic light
emitting diode.

6. The organic light emitting diode display device accord-
ing to claim 2, wherein the second routing line is formed ofa
same material as that of the second electrode of the organic
light emitting diode.

7. The organic light emitting diode display device accord-
ing to claim 1, wherein the first routing lines vertically over-
lap an edge of the adhesive layer.

8. The organic light emitting diode display device accord-
ing to claim 1, wherein grooves are formed at an inner side of
the adhesive layer in regions of an edge of the adhesive layer
with which the first routing lines overlap.

9. The organic light emitting diode display device accord-
ing to claim 1, wherein the touch panel array comprises:

bridge electrodes formed on the upper substrate;

an insulating layer formed to cover the bridge electrodes;

first sensor electrodes formed on the insulating layer and
electrically connected to the bridge electrodes exposed
by selectively removing the insulating layer; and
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second sensor electrodes formed on the insulating layer to

cross the first sensor electrodes.

10. The organic light emitting diode display device accord-
ing to claim 1, wherein the pad part and the second routing
line are connected to each other via the conductive metal s
material including an anisotropic conductive paste (ACP).

11. The organic light emitting diode display device accord-
ing to claim 1, wherein the conductive metal material is an
anisotropic conductive paste or an anisotropic conductive
film. 10

12. The organic light emitting diode display device accord-
ing to claim 1, wherein the pad part and the second routing
line are connected to each other via the conductive metal
material including an anisotropic conductive film (ACF).
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