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57) ABSTRACT
An organic light-emitting diode display panel and a display
device are provided. By disposing the electrode layer in each
light transmissive area within the electronic-component dis-
play area as the transparent electrode layer, external light
passes through the transparent electrode layer to reach the
electronic component located below the display screen, and
the electronic-component display area can be displayed
normally without removing the display material above the
electronic component, that is, the boring is not required,
thereby solving the defect that the prior art requires boring,
and realizing the full-screen.
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providing a substrate; 7
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forming a driving-circuit layer on the substrate, the driving-circuit layer
patterned to form a driving circuit and signal wiring of a driving circuit;

S3

forming a pixel definition layer on the driving-circuit layer;

forming light-emitting units in light-emitting areas defined by the pixel
definition layer;,

L/ S5
forming a public electrode layer; a portion of the public electrode layer /
located in each light transmissive area being a transparent conductive layer, -
each light transmissive area including an off-screen pixel display area
outside a shaded area, the off-screen pixel display area being an area
corresponding to a position of the off-screen pixel in the display panel, and
the shaded area including an area corresponding to a driving circuit of a
pixel unit, and an area corresponding to signal wiring of a driving circuit,
within the off-screen pixel display area in the display panel.

FIG. 8
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ORGANIC LIGHT-EMITTING DIODE
DISPLAY PANEL AND DISPLAY DEVICE

FIELD OF INVENTION

[0001] The present invention relates to the field of display
technologies, and in particular to an organic light-emitting
diode display panel and a display device.

BACKGROUND OF INVENTION

[0002] With development of comprehensive screen tech-
nology, technology of placing electronic components such
as under-the-screen cameras under the display screen is a
development trend.

[0003] A cathode structure of the existing OLED (Organic
Light-Emitting Diode) display panel is a tiled display panel,
and material thereof is a magnesium-silver alloy or a mag-
nesium-silver laminated structure. Since silver has a large
reflectance to light, loss is large when external light passes
through the cathode structure. Therefore, in order to ensure
lighting effect of the under-the-screen electronic compo-
nents, such as the camera, the prior art needs to remove the
display material (including a TFT circuit, a light-emitting
layer, the cathode structure, etc.) above the camera, that s,
boring technique. However, the boring area corresponding
to this technique cannot be displayed because there is no
substance displayed, and it is not a full-screen in a true
sense.

[0004] Therefore, the prior art has defects and needs to be
improved.

SUMMARY OF INVENTION
[0005] The present invention provides an organic light-

emitting diode display panel and a display device for solving
the technical problem of digging holes in the display screen
existing in the prior art.

[0006] To solve the above problems, the technical solution
provided by the present invention is as follows:

[0007] An embodiment of the present invention provides
an organic light-emitting diode display panel, comprising an
electronic-component display area corresponding to a posi-
tion of an electronic component, the electronic-component
display area including: a plurality of light transmissive
areas; and an electrode layer located in each light-transmis-
sive area, the electrode layer being a transparent conductive
layer.

[0008] In the organic light-emitting diode display panel
provided by the present invention, the electronic-component
display area further includes: a pixel circuit area, disposed
outside each of the light transmissive areas, including a
circuit area corresponding to a driving-circuit disposition
position of a pixel unit, and a sighal-wiring area correspond-
ing to a signal-wiring disposition position of a driving
circuit.

[0009] In the organic light-emitting diode display panel
provided by the present invention, an electrode layer located
within the circuit area is a transparent conductive layer.
[0010] In the organic light-emitting diode display panel
provided by the present invention, the electrode layer
located within the circuit area is a magnesium-silver alloy
layer or a magnesium-silver laminate.

[0011] In the organic light-emitting diode display panel
provided by the present invention, the electrode layer
located within the circuit area includes a transparent con-
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ductive layer and a magnesium-silver alloy layer, or a
transparent conductive layer and a magnesium-silver lami-
nate.

[0012] In the organic light-emitting diode display panel
provided by the present invention, the transparent conduc-
tive layer is on luminescent-material layers, and the mag-
nesium-silver alloy layer or the magnesium-silver laminate
is on the transparent conductive layer.

[0013] In the organic light-emitting diode display panel
provided by the present invention, an electrode layer located
within the signal-wiring area is a transparent conductive
layer.

[0014] In the organic light-emitting diode display panel
provided by the present invention, an electrode layer located
within the signal-wiring area is a magnesium-silver alloy
layer or a magnesium-silver laminate.

[0015] In the organic light-emitting diode display panel
provided by the present invention, an electrode layer located
within the signal-wiring area includes a transparent conduc-
tive layer and a magnesium-silver alloy layer, or a transpar-
ent conductive layer and a magnesium-silver laminate.
[0016] In the organic light-emitting diode display panel
provided by the present invention, the organic light-emitting
diode display panel further includes a standard display area
surrounding the electronic-component display area, and an
electrode layer located within the standard display area
includes a magnesium-silver alloy layer or a magnesium-
silver laminate.

[0017] In the organic light-emitting diode display panel
provided by the present invention, the electrode layer
located within the standard display area further includes a
transparent conductive layer.

[0018] An embodiment of the present invention further
provides a display device, comprising an organic light-
emitting diode display panel, the organic light-emitting
diode display panel including an electronic-component dis-
play area corresponding to a position of an electronic
component, the electronic-component display area includ-
ing:

[0019] a plurality of light transmissive areas; and an
electrode layer located in each light-transmissive area, the
electrode layer being a transparent conductive layer.
[0020] In the display device of the present invention, the
electronic-component display area further includes:

[0021] a pixel circuit area, disposed outside each of the
light transmissive areas, including a circuit area correspond-
ing to a driving-circuit disposition position of a pixel unit,
and a signal-wiring area corresponding to a signal-wiring
disposition position of a driving circuit.

[0022] In the display device of the present invention, an
electrode layer located within the circuit area is a transparent
conductive layer.

[0023] In the display device of the present invention, the
electrode layer located within the circuit area is a magne-
sium-silver alloy layer or a magnesium-silver laminate.
[0024] In the display device of the present invention, the
electrode layer located within the circuit area includes a
transparent conductive layer and a magnesium-silver alloy
layer, or a transparent conductive layer and a magnesium-
silver laminate.

[0025] In the display device of the present invention, the
transparent conductive layer is on luminescent-material lay-
ers, and the magnesium-silver alloy layer or the magnesium-
silver laminate is on the transparent conductive layer.
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[0026] In the display device of the present invention, an
electrode layer located within the signal-wiring area is a
transparent conductive layer.

[0027] In the display device of the present invention, the
organic light-emitting diode display panel further includes a
standard display area surrounding the electronic-component
display area, and an electrode layer located within the
standard display area includes a magnesium-silver alloy
layer or a magnesium-silver laminate.

[0028] In the display device of the present invention, the
electrode layer located within the standard display area
further includes a transparent conductive layer.

[0029] The beneficial effects of the invention are as fol-
lows. The present invention provides an organic light-
emitting diode display panel and a display device. The
organic light-emitting diode display panel includes an elec-
tronic-component display area corresponding to a position
of an electronic component. The electronic-component dis-
play area comprises light transmissive areas. An electrode
layer located in each light transmissive area is a transparent
conductive layer. By disposing the electrode layer in each
light transmissive area within the electronic-component dis-
play area as the transparent electrode layer, external light
passes through the transparent electrode layer to reach the
electronic component located below the display screen, and
the electronic-component display area can be displayed
normally without removing the display material above the
electronic component, that is, the boring is not required,
thereby solving the defect that the prior art requires boring,
and realizing the full-screen.

DESCRIPTION OF DRAWINGS

[0030] In order to more clearly illustrate the technical
solutions in the embodiments of the present invention, the
drawings used in the description of the embodiments will be
briefly described below. It is obvious that the drawings in the
following description are only some embodiments of the
present invention. Other drawings can also be obtained from
those skilled in the art based on these drawings without
paying any creative effort.

[0031] FIG.1is a schematic view of a conventional OLED
display panel;
[0032] FIG. 2 is a first schematic view of an OLED

according to an embodiment of the present invention;
[0033] FIG. 3 is an AA' cross-sectional view of an OLED
according to an embodiment of the present invention;
[0034] FIG. 4 is a second schematic view of an OLED
according to an embodiment of the present invention;
[0035] FIG. 5 is a BB' cross-sectional view of an OLED
according to an embodiment of the present invention;
[0036] FIG. 6 is a third schematic view of an OLED
according to an embodiment of the present invention;,
[0037] FIG. 7 is a CC' cross-sectional view of an OLED
according to an embodiment of the present invention;
[0038] FIG. 8 is a flow chart of preparing an OLED
according to an embodiment of the present invention;
[0039] FIG. 9 is a first schematic view of preparation of an
OLED according to an embodiment of the present invention;
and

[0040] FIG. 10 is a second schematic view of preparation
of an OLED according to an embodiment of the present
invention.
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DETAILED DESCRIPTION OF PREFERRED
EMBODIMENTS

[0041] The following description of the embodiments is
with reference to the drawings and is provided to illustrate
the specific embodiments of the invention. The directional
terms mentioned in the present invention, such as ‘upper’,
‘lower’, ‘front’, ‘back’, ‘left’, ‘right’, ‘top’. ‘bottom’, etc.,
are only the directions in the drawings. Therefore, the
directional terminology used is for the purpose of illustration
and understanding of the invention rather than limiting the
invention. In the figures, structurally similar elements are
denoted by the same reference numerals.

[0042] The present invention is directed to the technical
problem of boring the display screen existing in the existing
electronic component technology, and the embodiment of
the present invention can solve the problem.

[0043] As shown in FIG. 1, the existing OLED (Organic
Light-Emitting Diode) display has a camera disposed under
the display screen, that is, the electronic component tech-
nology, and the cathode structure of the display panel is a
full-surface magnesium-silver alloy or a magnesium-silver
laminate. Since silver has a large reflectance to light, in order
to make the camera have better lighting, display material of
an electronic-component corresponding area 11 is generally
excavated, that is, the boring technique. Thereby, only a
standard display area 12 (ie, all display areas except the
electronic-component corresponding area 11) can be dis-
played, and the electronic-component corresponding area 11
cannot be displayed, which is not a full-screen in the true
sense, that is, the existing electronic-component technology
has defects and needs to be improved.

[0044] As shown in FIG. 2, FIG. 3, FIG. 4, FIG. 5, FIG.
6, and FIG. 7, an embodiment of the present invention
provides an OLED display panel including an electronic-
component display area 32 corresponding to a position of an
electronic component, and the electronic-component display
area 32 comprises:

[0045] a pixel circuit area 322, including a circuit area
3221 corresponding to a driving circuit of a pixel unit, and
a signal-wiring area 3222 corresponding to signal wiring of
a driving circuit; and

[0046] a plurality of light transmissive areas 321, includ-
ing parts of the electronic-component display area, which
are outside the pixel circuit area 322;

[0047] wherein an electrode layer located in each light
transmissive area 321 is a transparent conductive layer 2301,
so that external light can pass through the light transmissive
areas 321 to reach electronic components disposed under the
screen, such as a camera, a light sensor, and the like. Thus
the electronic components implement corresponding func-
tions.

[0048] Inoneembodiment, the electrode layer is a cathode
layer and an entire surface is laid over a pixel definition
layer.

[0049] In one embodiment, an electrode layer located
within the circuit area is a transparent conductive layer.
[0050] In one embodiment, the electrode layer located
within the circuit area is a magnesium-silver alloy layer or
a magnesium-silver laminate.

[0051] In one embodiment, the electrode layer located
within the circuit area includes a transparent conductive
layer and a magnesium-silver alloy layer, or a transparent
conductive layer and a magnesium-silver laminate.
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[0052] In one embodiment, the transparent conductive
layer is on luminescent-material layers, and the magnesium-
silver alloy layer or the magnesium-silver laminate is on the
transparent conductive layer.

[0053] In one embodiment, an electrode layer located
within the signal-wiring area is a transparent conductive
layer.

[0054] In one embodiment, the electrode layer located
within the signal-wiring area is a magnesium-silver alloy
layer or a magnesium-silver laminate.

[0055] In one embodiment, the electrode layer located
within the signal-wiring area includes a transparent conduc-
tive layer and a magnesium-silver alloy layer, or a transpar-
ent conductive layer and a magnesium-silver laminate.
[0056] In one embodiment, the organic light-emitting
diode display panel further includes a standard display area
surrounding the electronic-component display area (e, a
display-area part in which all areas except the electronic-
component display area are removed), and an electrode layer
located within the standard display area includes a magne-
sium-silver alloy layer or a magnesium-silver laminate.
[0057] In one embodiment, the electrode layer located
within the standard display area further includes a transpar-
ent conductive layer.

[0058] In one embodiment, the transparent conductive
layer located in the electronic-component display area and
the transparent conductive layer located in the standard
display area are disposed in the same layer.

[0059] As shown in FIG. 2, FIG. 3, FIG. 4, FIG. 5, FIG.
6, and FIG. 7, the embodiment of the present invention
provides an OLED display panel, which includes a substrate,
a driving-circuit layer, a pixel definition layer, and a light-
emitting layer. The substrate includes a substrate 111, a
barrier layer 112, a first gate insulating layer 113, a second
gate insulating layer 114, an interlayer insulating layer 115,
a planarization layer 116, and a pixel definition layer 117.
The driving-circuit layer includes active layers 120, sources
121, drains 122, first gates 123, and second gates 124. The
light-emitting layer includes light-emitting units and an
electrode layer, and each light-emitting unit includes an
anode layer 210 and a luminescent-material layer 220.
[0060] In one embodiment, as shown in FIG. 2 and FIG.
3, the electrode layer includes a transparent electrode layer
2301 disposed in the standard display area 31 and the
electronic-component display area 32, the electronic-com-
ponent display area 32 includes a plurality of light trans-
missive areas 321 and a pixel circuit area 322, and the pixel
circuit area 322 includes a circuit area 3221 corresponding
to a driving circuit of a pixel unit, and a signal-wiring area
3222 corresponding to signal wiring of a driving circuit.
[0061] In the embodiment of the present invention, the
electrode layer is disposed as a transparent electrode layer,
so that when the external light passes through the electrode
layer while ensuring the normal display, the loss is small or
there is no lost, and so that the electronic-component area
does not need to be bored and can display normally, thus
achieving a full-screen in the true sense. In the standard
display area, since the electrode layer is a transparent
electrode layer and all external light may affect display
quality, the following embodiments are proposed.

[0062] In one embodiment, as shown in FIG. 4 and FIG.
5, the electrode layer includes a transparent electrode layer
2301 disposed in the standard display area 31 and the
electronic-component display area 32, and includes a mag-
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nesium-silver alloy layer 2302 disposed on the transparent
electrode layer 2301 in the standard display area 31, the
electronic-component display area 32 includes a plurality of
light transmissive areas 321 and a pixel circuit area 322, and
the pixel circuit area 322 includes a circuit area 3221
corresponding to a driving circuit of a pixel unit, and a
signal-wiring area 3222 corresponding to signal wiring of a
driving circuit.

[0063] In the embodiment of the present invention, the
electrode layer is divided into two layers, the lower electrode
layer 1s disposed as a transparent electrode layer, and then a
magnesium-silver alloy layer is disposed on the transparent
electrode layer of the standard display area, so that the light
can better pass through the electronic-component display
area, the area does not need to be bored, achieving a
full-screen in the true sense, and at the same time, the
technique makes it difficult for external light to enter the
standard display area, making it difficult for external light to
affect the display quality.

[0064] In one embodiment, as shown in FIG. 6 and FIG.
7, the electrode layer includes a transparent electrode layer
2301 disposed in the standard display area 31 and the
electronic-component display area 32, the electronic-com-
ponent display area includes a plurality of light transmissive
areas 321 and a pixel circuit area 322, the electrode layer
further includes a magnesium-silver alloy layer 2302 dis-
posed on the transparent electrode layer 2301 in the standard
display area 31 and the pixel circuit area 322, and the pixel
circuit area 322 includes a circuit area 3221 corresponding
to a driving circuit of a pixel unit, and a signal-wiring area
3222 corresponding to signal wiring of a driving circuit.

[0065] In the embodiment of the present invention, the
electrode layer is divided into two layers, the lower electrode
layer 1s disposed as a transparent electrode layer, and then a
magnesium-silver alloy layer is disposed on the transparent
electrode layer of the standard display area and the pixel
circuit area, so that the light can better pass through the
electronic-component display area, the area does not need to
be bored, achieving a full-screen in the true sense, and the
technique further prevents external light from entering non-
light-transmissive areas, making it difficult for external light
to affect the display quality.

[0066] In one embodiment, the electrode layer in each
light transmissive area is a transparent conductive layer, the
electrode layer in the circuit area is a transparent conductive
layer, the electrode layer in the signal-wiring area is either
a transparent conductive layer and a magnesium-silver alloy
layer or a transparent conductive layer and a magnesium-
silver laminate, and the electrode layer in the standard
display area is either a transparent conductive layer and a
magnesium-silver alloy layer or a transparent conductive
layer and a magnesium-silver laminate.

[0067] In one embodiment, the electrode layer in each
light transmissive area is a transparent conductive layer, the
electrode layer in the circuit area is a magnesium-silver alloy
layer or a magnesium-silver laminate, the electrode layer in
the signal-wiring area is either a transparent conductive
layer and a magnesium-silver alloy layer or a transparent
conductive layer and a magnesium-silver laminate, and the
electrode layer in the standard display area is either a
transparent conductive layer and a magnesium-silver alloy
layer or a transparent conductive layer and a magnesium-
silver laminate.
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[0068] In one embodiment, the electrode layer in each
light transmissive area is a transparent conductive layer, the
electrode layer in the circuit area is either a transparent
conductive layer and a magnesium-silver alloy layer or a
transparent conductive layer and a magnesium-silver lami-
nate, the electrode layer in the signal-wiring area is either a
transparent conductive layer and a magnesium-silver alloy
layer or a transparent conductive layer and a magnesium-
silver laminate, and the electrode layer in the standard
display area is either a transparent conductive layer and a
magnesium-silver alloy layer or a transparent conductive
layer and a magnesium-silver laminate.

[0069] In one embodiment, the electrode layer in each
light transmissive area is a transparent conductive layer, the
electrode layer in the circuit area is either a transparent
conductive layer and a magnesium-silver alloy layer or a
transparent conductive layer and a magnesium-silver lami-
nate, the electrode layer in the signal-wiring area is a
transparent conductive layer, and the electrode layer in the
standard display area is either a transparent conductive layer
and a magnesium-silver alloy layer or a transparent conduc-
tive layer and a magnesium-silver laminate.

[0070] In one embodiment, the electrode layer in each
light transmissive area is a transparent conductive layer, the
electrode layer in the circuit area is either a transparent
conductive layer and a magnesium-silver alloy layer or a
transparent conductive layer and a magnesium-silver lami-
nate, the electrode layer in the signal-wiring area is a
magnesium-silver alloy layer or a magnesium-silver lami-
nate, and the electrode layer in the standard display area is
either a transparent conductive layer and a magnesium-silver
alloy layer or a transparent conductive layer and a magne-
sium-silver laminate.

[0071] In one embodiment, the electrode layer in each
light transmissive area is a transparent conductive layer, the
electrode layer in the circuit area is either a transparent
conductive layer and a magnesium-silver alloy layer or a
transparent conductive layer and a magnesium-silver lami-
nate, the electrode layer in the signal-wiring area is a
magnesium-silver alloy layer or a magnesium-silver lami-
nate, and the electrode layer in the standard display area is
a magnesium-silver alloy layer or a magnesium-silver lami-
nate.

[0072] In the embodiment of the present invention, the
electrode layer in each light transmissive area is a transpar-
ent electrode layer, to cause that the external light can better
pass through the electronic-component display area, the loss
is small, and the boring is not required, thereby achieving the
full-screen in the true sense. Besides, a magnesium-silver
alloy layer or a magnesium-silver laminate is disposed on
the transparent electrode layer of at least one of the standard
display area, the circuit area, and the signal-wiring area, or
the electrode layer in at least one of the standard display
area, the circuit area, and the signal-wiring area is made be
a magnesium-silver alloy layer or a magnesium-silver lami-
nate. Different ways of disposition will prevent light from
entering the non-light-transmissive area to a different extent,
thus improving display quality.

[0073] In one embodiment, the substrate may be a flexible
substrate, and may be formed from a plastic having good
heat resistance and durability such as polyimine, polyethyl-
ene terephthalate, polycarbonate, polyethylene naphthalate,
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polyarylate, polyether phthalimide, etc.; the substrate may
also be formed from various other suitable materials such as
metals, glasses, and the like.

[0074] In one embodiment, the barrier layer is an inor-
ganic material for preventing water vapor intrusion and ion
implantation, and the barrier-layer material is tantalum
nitride, lanthanum oxynitride, lanthanum oxide, lanthanum
oxynitride, zinc oxide, or aluminum oxide. However, the
embodiment of the present invention is not limited thereto.

[0075] In one embodiment, the gate insulating layer is
used to insulate the active layer and the gates, the gate
insulating layer may be an organic material or an inorganic
material, and the inorganic material includes tantalum
nitride or tantalum oxide, but the embodiment of the present
invention is not limited to this. Besides, the first gate layer
and the second gate layer may be made of the same material
or made of different materials; for example, the first gate
layer is made of an organic material, and the second gate
layer is made of an inorganic material.

[0076] In one embodiment, the planarization layer is used
to remove unevenness of the substrate, the pixel definition
layer is used to define light-emitting areas, the material of
the planarization layer may be the same as or different from
that of the pixel definition layer, and the material includes
polyacrylates, polycarbonates or polystyrene, but the inven-
tion is not limited thereto.

[0077] In an embodiment, the active layer may include a
source area, a drain area and a channel area, and the active
layer may be formed of an inorganic semiconductor such as
an amorphous germanium or a polysilicon, an organic
semiconductor, or an oxide semiconductor.

[0078] In one embodiment, the gate electrodes may be
formed on the gate insulating layer, and the gate material
may be gold, silver, copper, nickel, platinum, palladium,
aluminum, molybdenum or alloy such as aluminum-bismuth
alloy or molybdenum-tungsten alloy, but the invention
embodiment is not limited to this. Besides, the first gate and
the second gate may be formed with different materials; for
example, the first gate is silver and the second gate is
aluminum.

[0079] In one embodiment, each luminescent-material
layer includes a hole injection layer, a hole transport layer,
an exciton composite layer, an electron transport layer, and
an electron injection layer.

[0080] In an embodiment, an embodiment of the present
invention provides a display device including an organic
light-emitting diode display panel, the organic light-emitting
diode display panel including an electronic-component dis-
play area corresponding to a position of an electronic
component, the electronic-component display area includ-
ing:

[0081] a plurality of light transmissive areas; and an
electrode layer located in each light-transmissive area, the
electrode layer being a transparent conductive layer.

[0082] In an embodiment, in the display device of the
present invention, the electronic-component display area
further includes:

[0083] a pixel circuit area, disposed outside each of the
light transmissive areas, including a circuit area correspond-
ing to a driving-circuit disposition position of a pixel unit,
and a signal-wiring area corresponding to a signal-wiring
disposition position of a driving circuit.
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[0084] In one embodiment, in the display device of the
present invention, an electrode layer located within the
circuit area is a transparent conductive layer.

[0085] In one embodiment, in the display device of the
present invention, the electrode layer located within the
circuit area is a magnesium-silver alloy layer or a magne-
stum-silver laminate.

[0086] In one embodiment, in the display device of the
present invention, the electrode layer located within the
circuit area includes a transparent conductive layer and a
magnesium-silver alloy layer, or a transparent conductive
layer and a magnesium-silver laminate,

[0087] In one embodiment, in the display device of the
present invention, the transparent conductive layer is on
luminescent-material layers, and the magnesium-silver alloy
layer or the magnesium-silver laminate is on the transparent
conductive layer.

[0088] In one embodiment, in the display device of the
present invention, an electrode layer located within the
signal-wiring area is a transparent conductive layer.

[0089] In one embodiment, in the display device of the
present invention, the organic light-emitting diode display
panel further includes a standard display area surrounding
the electronic-component display area, and an electrode
layer located within the standard display area includes a
magnesium-silver alloy layer or a magnesium-silver lami-
nate.

[0090] In one embodiment, in the display device of the
present invention, the electrode layer located within the
standard display area further includes a transparent conduc-
tive layer.

[0091] The embodiment of the present invention provides
an OLED display device, which includes an OLED display
panel and a camera. The OLED display panel can be any one
of the above embodiments, and the camera is disposed under
the OLED display panel. By disposing the pixel circuit area
and the light transmissive areas in the electronic-component
display area of the display panel corresponding to the
camera, and controlling the electrode layer within each light
transmissive area to be a transparent conductive layer, the
loss is small or there’s even no loss when the external light
passes through the electrode layer, so that the electronic-
component display area does not need to be bored, so as to
achieve a full-screen display and achieve that the camera can
have better lighting, showing a complete and clear image.
[0092] As shown in FIG. 8, an embodiment of the present
invention provides a method for fabricating an OLED dis-
play panel, including:

[0093] step S1, providing a substrate;

[0094] step S2, forming a driving-circuit layer on the
substrate, the driving-circuit layer patterned to form a driv-
ing circuit and signal wiring of a driving circuit;

[0095] step S3, forming a pixel definition layer on the
driving-circuit layer;

[0096] step S4, forming light-emitting units in light-emit-
ting areas defined by the pixel definition layer; and

[0097] step S5, forming an electrode layer; a portion of the
electrode layer located in each light transmissive area being
a transparent conductive layer, each light transmissive area
including an electronic-component display area outside a
pixel circuit area, the electronic-component display area
being an area corresponding to a position of the electronic
component in the display panel, and the pixel circuit area
including an area corresponding to a driving circuit of a
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pixel unit, and an area corresponding to signal wiring of a
driving circuit, within the electronic-component display area
in the display panel.

[0098] In one embodiment, the step of forming the elec-
trode layer includes: forming a transparent conductive layer
tiling the display panel; forming a magnesium-silver alloy
layer or a magnesium-silver laminate on which the display
panel is tiled on the transparent conductive layer; and
removing a magnesium-silver alloy layer or a magnesium-
silver laminate in each light-transmissive area.

[0099] As shown in FIG. 9, an embodiment of the present
invention provides a method for fabricating an OLED dis-
play panel, including:

[0100] step 91, preparing a substrate, the step 61 including
providing a substrate 111, forming a barrier layer 112 on the
substrate 111, forming active layers 120 on the barrier layer
112, forming a first gate insulating layer 113 on the active
layers 120, forming first gate electrodes 123 on the first gate
insulating layer 113, forming a second gate insulating layer
114 on the first gate electrodes 123, forming second gates
124 on the second gate insulating layer 114, forming an
interlayer insulating layer 115 on the second gates 124,
disposing via holes between the first gate insulating layer
113, the second gate insulating layer 114, and the interlayer
insulating layer, forming a source 121 and a drain 122 in the
corresponding via holes, respectively, forming a planariza-
tion layer 116 on the sources 121 and drains 122, forming a
pixel definition layer 118 on the planarization layer 116,
forming a anode layer 210 in each light-emitting area
defined by the pixel definition layer 118, and forming a
luminescent-material layer 220 in each anode layer 210, and
the effect being as shown in (1) of FIG. 6;

[0101] step 92, forming a transparent electrode layer 2301
on the luminescent-material layers 220, the effect being as
shown in (2) of FIG. 6;

[0102] step 93, forming a magnesium-silver alloy layer
2302 on the transparent electrode layer 2301, the magne-
sium-silver alloy layer disposed in a standard display area
31, light transmissive areas 321 and a pixel circuit area 322,
and the effect as shown in (3) of FIG. 6; and

[0103] step 94, removing the magnesium-silver alloy layer
of the light transmissive areas 321, the effect being as shown
in (4) of FIG. 6.

[0104] As shown in FIG. 10, an embodiment of the present
invention provides a method for fabricating an OLED dis-
play panel, including:

[0105] step 101, preparing a substrate, the step 71 includ-
ing providing a substrate 111, forming a barrier layer 112 on
the substrate 111, forming active layers 120 on the barrier
layer 112, forming a first gate insulating layer 113 on the
active layers 120, forming first gate electrodes 123 on the
first gate insulating layer 113, forming a second gate insu-
lating layer 114 on the first gate electrodes 123, forming
second gates 124 on the second gate insulating layer 114,
forming an interlayer insulating layer 115 on the second
gates 124, disposing via holes between the first gate insu-
lating layer 113, the second gate insulating layer 114, and the
interlayer insulating layer, forming a source 121 and a drain
122 in the corresponding via holes, respectively, forming a
planarization layer 116 on the sources 121 and drains 122,
forming a pixel definition layer 118 on the planarization
layer 116, forming a anode layer 210 in each light-emitting
area defined by the pixel definition layer 118, and forming
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a luminescent-material layer 220 in each anode layer 210,
and the effect being as shown in (1) of FIG. 7,

[0106] step 102, forming a transparent electrode layer
2301 on the luminescent-material layers 220, the effect
being as shown in (2) of FIG. 7,

[0107] step 103, forming magnesium-silver alloy layers
2302 and shadowless adhesive layers 2303 on the transpar-
ent electrode layer 2301, the magnesium-silver alloy layers
2302 formed in a standard display area 31 and a pixel circuit
area 322, the shadowless adhesive layers 2303 formed in
light transmissive areas 321, and the effect as shown in (3)
of FIG. 7; and

[0108] step 104, removing the shadowless adhesive layers
2303 of the light transmissive areas 321, the effect being as
shown in (4) of FIG. 7.

[0109] In one embodiment, material of the transparent
electrode layer may be a metal oxide such as titanium oxide,
indium tin oxide, zinc oxide, and magnesium oxide, or may
be graphene or carbon nanotubes. This embodiment selects
material having a low work function, ensuring efficiency of
electron injection.

[0110] In one embodiment, a coverage area of the trans-
parent electrode layer is not less than areas of the lumines-
cent-material layers, and the coverage area of the transparent
electrode layer is not greater than anode coverage layers, so
that thickness of the transparent electrode layer is 5 nm-100
nm. In this embodiment, the thickness of the transparent
electrode layer is selected to be 15 nm, so that the transpar-
ent electrode layer has better light-emitting efficiency and
can effectively protect the luminescent-material layers.
[0111] In one embodiment, the thickness of the magne-
sium-silver alloy layer or the magnesium-silver laminate is
5 nm-300 nm. In this embodiment, 140 nm is selected to
provide better light-emitting efficiency.

[0112] In one embodiment, manners of removing the
magnesium-silver alloy layer or the magnesium-silver lami-
nate include plasma bombardment, wet etching, laser cut-
ting, and the like under vacuum. But the embodiment of the
present invention is not limited thereto.

[0113] In one embodiment, the transparent electrode layer
may be formed in the light-transmissive areas, the magne-
sium-silver alloy layer or the magnesium-silver laminate
may be disposed in the pixel circuit area, and the magne-
sium-silver alloy layer or the magnesium-silver laminate
may be formed in the standard display area, It is not
necessary to form the transparent electrode layer in the pixel
circuit area and the standard display area first. The desired
display panel can be directly obtained.

[0114] In one embodiment, in order to reduce difficulty of
the process, the transparent electrode layer is formed in the
electronic-component display area, and the magnesium-
silver alloy layer or the magnesium-silver laminate is
formed in the standard display area. It is not necessary to
form the transparent electrode layer in the standard display
area. The desired display panel can be directly obtained.

[0115] According to the above embodiments, it can be
known that:
[0116] Embodiments of the present invention provide an

organic light-emitting diode display panel, a fabrication
method thereof, and a display device. The organic light-
emitting diode display panel includes an electronic-compo-
nent display area corresponding to a position of an electronic
component. The electronic-component display area com-
prises a pixel circuit area and a plurality of light transmissive
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areas. The pixel circuit area includes a circuit area corre-
sponding to a driving circuit of a pixel unit, and a signal-
wiring area corresponding to signal wiring of a driving
circuit. The light transmissive areas include parts of the
electronic-component display area, which are outside the
pixel circuit area. An electrode layer located in each light
transmissive area is a transparent conductive layer. By
disposing the electrode layer of each light transmissive area
as the transparent electrode layer, the electronic-component
display area can be displayed normally without removing
the display material, that is, the boring is not required,
thereby solving the defects of the existing electronic-com-
ponent technology and realizing the full-screen. In the
embodiment of the present invention, the electrode layer of
each light transmissive area is disposed as the transparent
electrode layer, then the transparent electrode layer is dis-
posed in the pixel circuit area, and then the transparent
electrode layer is disposed in the standard display area, so
that the external light energy can better pass through the
electronic-component display area and the boring is not
required, thereby achieving a full-screen in the true sense.
Further, in order to prevent the external light from affecting
the emitted light, the embodiment of the present invention
provides a magnesium-silver alloy layer or a magnesium-
silver laminate on the transparent electrode layer of the
standard display area, so that the external light is reflected
when passing through the standard display area, and does
not affect the emitted light. Further, in order to prevent the
external light from affecting the emitted light, the embodi-
ment of the present invention provides a magnesium-silver
alloy layer or a magnesium-silver laminate on the transpar-
ent electrode layer of the circuit area and the signal-wiring
area, so that the external light is reflected when passing
through the pixel circuit area, and does not affect the emitted
light. By preparing a transparent electrode layer on the
light-emitting layer, then preparing a magnesium-silver
alloy layer or a magnesium-silver laminate on the transpar-
ent electrode layer, and then removing the magnesium-silver
alloy layer or the magnesium-silver laminate on the light
transmissive areas, the transparent electrode layer is thereby
not damaged in the preparation process. The material of the
transparent electrode layer is selected from materials having
low work function, so that it has good display performance.
The thickness of the transparent electrode layer is controlled
to protect the luminescent-material layers while having good
light-emitting efficiency.

[0117] In the above, although the present invention has
been disclosed in the above preferred embodiments, the
above-described preferred embodiments are not intended to
limit the invention, and those skilled in the art can make
various changes and retouches without departing from the
spirit and scope of the present invention. The scope of
protection of the present invention is determined by the
scope defined by the claims.

What is claimed is:

1. An organic light-emitting diode display panel, com-
prising an electronic-component display area corresponding
to a position of an electronic component, the electronic-
component display area including:

a plurality of light transmissive areas; and

an electrode layer located in each light-transmissive area,
the electrode layer being a transparent conductive layer.
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2. The organic light-emitting diode display panel as
claimed in claim 1, wherein the electronic-component dis-
play area further includes:

a pixel circuit area, disposed outside each of the light
transmissive areas, including a circuit area correspond-
ing to a driving-circuit disposition position of a pixel
unit, and a signal-wiring area corresponding to a signal-
wiring disposition position of a driving circuit.

3. The organic light-emitting diode display panel as
claimed in claim 2, wherein an electrode layer located within
the circuit area is a transparent conductive layer.

4. The organic light-emitting diode display panel as
claimed in claim 2, wherein an electrode layer located within
the circuit area is a magnesium-silver alloy layer or a
magnesium-silver laminate.

5. The organic light-emitting diode display panel as
claimed in claim 2, wherein an electrode layer located within
the circuit area includes a transparent conductive layer and
a magnesium-silver alloy layer, or a transparent conductive
layer and a magnesium-silver laminate.

6. The organic light-emitting diode display panel as
claimed in claim 5, wherein the transparent conductive layer
is on luminescent-material layers, and the magnesium-silver
alloy layer or the magnesium-silver laminate is on the
transparent conductive layer.

7. The organic light-emitting diode display panel as
claimed in claim 2, wherein an electrode layer located within
the signal-wiring area is a transparent conductive layer.

8. The organic light-emitting diode display panel as
claimed in claim 2, wherein an electrode layer located within
the signal-wiring area is a magnesium-silver alloy layer or a
magnesium-silver laminate.

9. The organic light-emitting diode display panel as
claimed in claim 2, wherein an electrode layer located within
the signal-wiring area includes a transparent conductive
layer and a magnesium-silver alloy layer, or a transparent
conductive layer and a magnesium-silver laminate.

10. The organic light-emitting diode display panel as
claimed in claim 2, wherein the organic light-emitting diode
display panel further includes a standard display area sur-
rounding the electronic-component display area, and an
electrode layer located within the standard display area
includes a magnesium-silver alloy layer or a magnesium-
silver laminate.
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11. The organic light-emitting diode display panel as
claimed in claim 10, wherein the electrode layer located
within the standard display area further includes a transpar-
ent conductive layer.

12. A display device, comprising an organic light-emitting
diode display panel, the organic light-emitting diode display
panel including an electronic-component display area cor-
responding to a position of an electronic component, the
electronic-component display area including:

a plurality of light transmissive areas; and

an electrode layer located in each light-transmissive area,
the electrode layer being a transparent conductive layer.

13. The display device as claimed in claim 12, wherein the
electronic-component display area further includes:

a pixel circuit area, disposed outside each of the light
transmissive areas, including a circuit area correspond-
ing to a driving-circuit disposition position of a pixel
unit, and a signal-wiring area corresponding to a signal-
wiring disposition position of a driving circuit.

14. The display device as claimed in claim 13, wherein an
electrode layer located within the circuit area is a transparent
conductive layer.

15. The display device as claimed in claim 13, wherein an
electrode layer located within the circuit area is a magne-
sium-silver alloy layer or a magnesium-silver laminate.

16. The display device as claimed in claim 13, wherein an
electrode layer located within the circuit area includes a
transparent conductive layer and a magnesium-silver alloy
layer, or a transparent conductive layer and a magnesium-
silver laminate.

17. The display device as claimed in claim 16, wherein the
transparent conductive layer is on luminescent-material lay-
ers, and the magnesium-silver alloy layer or the magnesium-
silver laminate is on the transparent conductive layer.

18. The display device as claimed in claim 13, wherein an
electrode layer located within the signal-wiring area is a
transparent conductive layer.

19. The display device as claimed in claim 13, wherein the
organic light-emitting diode display panel further includes a
standard display area surrounding the electronic-component
display area, and an electrode layer located within the
standard display area includes a magnesium-silver alloy
layer or a magnesium-silver laminate.

20. The display device as claimed in claim 19, wherein the
electrode layer located within the standard display area
further includes a transparent conductive layer.
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